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Date of receipt          

Testing period  

:22 Sept. 2022

:22 Sept. 2022

:28 Sept. 2022Buyer: --

LBISAFE COMPOSITE PUNCTURE RESISTANCE PLATE FOR SHOES:
EMONZA18 24/EVOLT18 24/ECHARG 18 24

Sample description: 

Test(s) requested :PHYSICAL TEST

Previous report  :--Service                   :REGULAR

Brand / Section               Product category  :SAFETY SHOE:PARADE S.A.S

:--Product type      :22ASeason         

:--End use       :FIRST TESTTest stage       

Factory name       :--Supplier name:MFC S.A.S

Factory code :--Exported to:--

1. Conclusion:

ASTM F2413-18

Tests description Conformity

 1 Pass5.8.7.    Determination of penetration force

 2 Pass5.8.8.    Determination of the flex resistance of penetration-resistant inserts

Pass: requirements met      Fail: requirements not met     None: no requirement for this test     N/A: not applicable

Approved by

Leo TOM KIT FAI

Operational Manager

The report is issued by CTC Dongguan under its General Conditions printed overleaf. The results shown in this report refer only to the sample (s) tested. 

Except by special arrangement, the test items will not be retained by CTC Dongguan for more than 3 months. The test report shall not be reproduced, except 

in full, without the written approval of the testing laboratory.

To declare the conformity to the requirement, the uncertainty of measurement, associated to the test results, has not been taken into account.
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2.  Sample(s) description assigned by laboratory:

Analyzed productSize

US 9 Insert (3 pairs)

Sample informationDescription

Accessory Insert

D220919832

The report is issued by CTC Dongguan under its General Conditions printed overleaf. The results shown in this report refer only to the sample (s) tested. 

Except by special arrangement, the test items will not be retained by CTC Dongguan for more than 3 months. The test report shall not be reproduced, except 

in full, without the written approval of the testing laboratory.

To declare the conformity to the requirement, the uncertainty of measurement, associated to the test results, has not been taken into account.
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3.  Insert (3 pairs)/US 9

Accessory : Insert

Method ConformityResultUnitClient 

Requirement

 5.8.7.    Determination of 

penetration force

Pass(+) ASTM F2412 - 18a

Strength of perforing ≥ 1200 1200N

Penetration of nail No penetration 

 5.8.8.    Determination of the 

flex resistance of 

penetration-resistant inserts

Pass(+) CSA Z195-14

Cycles to obtain a visible sign of crack >1500000 >1500000cycles

Observed damage No degradation 

Observed damage - Right No degradation 

END OF TEST REPORT
(+)CNAS accreditation
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